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Abstract
A microwave class-E power amplifier using AlGaN/GaN HEMT as the switching device

is reported by incorporating trapping and thermal effects in the large-signal device model.

The load network of the class-E amplifier is designed by considering more realistic

exponential decay of the drain current during fall time and finite quality factor of the

resonant circuit to incorporate the nonidealities of the active device and passive components.

With 9V supply voltage, calculated output power and power conversion efficiency are 89mW

and 58% at 1GI-z which decrease to 84mW and 54% at 3.8GHz, respectively for a

GaN/AO.3OGaO. 70N HEMT with gate width of 50,urn.

Introduction
Class-E amplifiers [1-3] are suitable for nonlinear modulation schemes used by cellular

and cordless standards like GSM and DECT and are popular for their higher power

conversion efficiencies. Using GaAs MESFETs as the active device, Sowlati et al. [2] have

reported a class-E amplifier with power added efficiency (PAE) of 50%, output power of

250mW at a supply voltage of 2.5 V at 835 MiHz. Tsai et al. [3] have demonstrated operation

of a class-E amplifier up to 1.9 GHz using 0.35 um CMOS technology with PAE of 48% at a

supply voltage of 2 V.

In recent years, GaN based HEMTs are pursued extensively for applications in high

power microwave amplifiers operating at high temperature. GaN with a band gap of 3.4eV

has a breakdown field of 2MV/cm. With SiC as the substrate, GaN offers an overall thermal

conductivity of 4.5 W/cm-K allowing the devices to be operated at elevated temperatures as

high as 750C reported by Daumiller et al. [4]. Eastman [5] has demonstrated an output power

density of 11.7 W/mm at 10GHz with a 0.34um x 100um AlGaN/GaN IEMT. A low field

mobility of 1500 cm 2 V'1s "1 along with a saturation velocity of 3x10 7 cm/s allows the

realization of high frequency devices as demonstrated by Lu et al. [6] where fT = 101 GHz

and fm, = 155 GHz have been reported with a 0.12,um xlOOum GaN/AlGaN HEMT. In
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class-E amplifiers, efficiency decreases at elevated frequencies due to the higher power loss

in the active device that forces the driving transistor to operate at elevated temperatures. Due

to superior power performances at elevated frequencies and temperatures, GaN based devices

can be more suitable in class-E power amplifiers.
The superb performances of GaN based devices are hindered by the trapping effects [7].

The presence of traps in the buffer layer causes current collapse that may lead to DC to RF
dispersion of transconductance and output resistance thereby degrading device performances

at elevated frequencies requiring device models to incorporate the trapping effects for

accurate analysis of RF/analog circuits [8]. In our previous effort [1], we have reported a
GaN-based class-E amplifier operating up to 11GHz neglecting the trapping effects in the
large-signal device model. In this paper, a class-E power amplifier using AlGaN/GaN HEMT

as the switching device is reported for possible applications in microwave and wireless
circuits by incorporating trapping effects in the large-signal device model.

Analysis
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Fig. 1. Basic class-E power amplifier circuit.

Fig.1 shows the basic class-E power amplifier circuit. The active device operates as a

switch and the load network ensures minimum switching loss. A large-signal HEMT model,
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as shown in Fig.2, is used to realize the functional dependence of drain current upon applied

gate and drain voltages. In Fig. 3, the dashed curve shows the measured I-V characteristics

[7]. The negative slope of the modeled AC I-V characteristics, as shown in Fig. 3, is due to

thermal effects. Surface traps located at the surface in the region between gate and drain were

passivated by a layer of Si 3N4. Current collapse and subsequent recovery at high drain bias

have been correlated to the trapping and detrapping of carriers by the trapping centers located

in the buffer layer [7]. Current collapse is dependent upon the applied signal frequency and

causes the device transconductance and output resistance measured at DC to decrease

significantly at RF [8]. Using drain-lag measurement data for AlGaN/GaN HEMTs, we have

estimated detrapping time constants to be 58.42 seconds and 1.55 seconds that correspond to

trap states located at 0.79eV and 0.69eV below the bottom of the conduction band,

respectively. At room temperature, the transconductance and output resistance dispersion

frequencies are less than 1Hz due to the trap levels mentioned above. However, with

increasing temperature the dispersion frequencies increase and can be of the order of MHz at

600K. For applied signal frequencies greater than the output resistance and transconductance

dispersion frequencies, traps are unable to respond and recovery of collapsed drain current is

not possible. This necessitates the determination of the model parameters from the AC I-V

characteristics as shown by the solid lines in Fig. 3. The AC drain current as function drain-

source and gate-source voltages are given by,
= (Vgs )+ f1 v V + f 2VVg ., + f(Vgs )v] jtanhf (Vl )v] (1)

where

f. (Vg, )=a,0 + alVe + aV+a, 3V, (2)

fi(Vg, )=a,o + aV, + a,.2 V 2 +ai3V3, i=0,...,3, (3)

the constants a's are given in Table 1. The intrinsic model parameters are given by,

9M =ald,(4)
a " gS Vd,

9 d, (5)

Cgsgd = CsOgdO I VId (6)
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where, Cgso, gdo are zero-bias gate-source and gate-drain capacitances and Vj is the built-in

potential. The rest of the model parameters are obtained from reported experimental data

[9,10] that are listed in Fig.2.

Lg Rg Cgd Rd Ld

G+ Cd 1 d D
+ I& (Vgs, V )

S

IR, L, R, I Cd I Rd I Ld
0.5 Q 0.09 nH 0.7 Q 0.1 nH 0.44 pF/mm 0.5 Q 0.07nW

Fig.2. Equivalent circuit model of the GaN IEMT.

Table 1: Coefficients used in eqns. (2) - (3) defining GaN/Al. 3oGao. 70N HEMT
(width is 50num, I, in milliamperes and V± and Vg, are in Volts) [7].

i ao ail a 2  a 3

0 72.75 53.25 15.61 1.89
1 -6.51 -6.44 -1.64 -0.08
2 0.34 0.26 0.01 -0.01
3 -0.006 -0.002 0.002 0.0006
(x 0.236 -0.270 -0.185 -0.090
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Fig.3. Simulated AC I-V characteristics of a GaN/AlGaN HEMT of 50/um gate
width (solid lines). Experimental results are shown by dashed lines (DC l-V).

In the present analysis, the load network is designed by considering finite loaded quality
factor of the inductor and exponential decay of the drain current during fall time. The load
network components are as follows [1]:

g2 f 12

P., sin0 2++tan0+2r" (-e -2Tfe

C, = 27rWV, 2k, , (7)

R - -k sin 0 (8)roC1

L R (9)
(1)

and 1
C W 2(L k 2 sino. (10)

MOo L o2Cx j

Here,
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k, = [2sin + cos (4an - r)- 2cos bcot0 - 2ane -{cos + cos(O + )}+

~ {cs~-cs('O v~f(11)
-2g) CosT- cos(O + O-' - sin(O' + - 7 + sin 41 + (02*.2  (Vo*. ~

= ___ (4rn - z)sin 0 - 2ae -Isin + sin(Of + )}+
S- ,lo (12)

2gos sin0-sin(Of + 00 - + cos(Of + Cos4J
1+W 21 2  OrT

= o tf is the drain current fall angle, 0 is the initial phase angle of the load current with
respect to the load voltage at operating frequency o, ris the decay lifetime, Pout is the output
power and QL is the loaded quality factor. 0 is calculated by solving-

+ = 0, (13)

sin 0_ t
2coso+orsin e T - =1 0

which is obtained by applying the optimal switching conditions, namely,
VD =0 and dvD(ao)/d(ot) = 0 at ot = 2;r to the drain current and voltage equations.

Results and Discussion
The GaN/A10.30Ga0 .70N HEMT reported by Binari et al. [7] is used to calculate the power

and frequency performances of the class-E amplifier. The gate width is 50tUM. The load

network parameters are calculated considering a loaded quality factor of 10 and decay

lifetime r of the order of nanoseconds [1]. Fig.4 shows the calculated output power and

efficiency of the class-E amplifier as a function of DC supply voltage at 3.8GHz that
corresponds to the frequency at which peak pulsed power density of 6.7W/mm is reported

[7]. Here, input signal has rectangular waveform which can be generated using a class-F
driver [2]. As observed, with increasing DC supply voltage output power increases.

Efficiency initially increases and eventually saturates due to the increase in DC power
dissipation in the device. With a supply voltage of 9V, calculated output power of the class-E
amplifier is 84mW and the power conversion efficiency is 54%. A similar variation in output
power and efficiency was observed in the class-E power amplifier designed with GaAs
MESFETs [2]. As GaN based devices are suitable for high voltage operation, higher output
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power can be obtained for given device dimensions using higher supply voltage. Besides,

transient analysis shows that the drain voltage can be as high as 20V which can be sustained

by the GaN HEMT without causing breakdown. As reported by Binari et al. [7], the

application of a drain bias exceeding 20V caused current collapse in subsequent I-V

measurements which necessities the incorporation of current collapse in the device model.

100 60

~80 50

040 F
560-

.~0 30

C. 20
6 20- 10

0 5 10
VDD (V)

Fig.4. Calculated output power and efficiency as a function of DC supply voltage at
3.8GHz.

Output power and efficiency as a function of operating frequency are shown in Fig.5.

Here supply voltage is 9V. At 1GHz, calculated efficiency and output power are 58% and

89mW, respectively. Output power and efficiency decrease monotonically with increasing

frequency due to higher power loss at elevated frequencies [1].

To further investigate the effect of traps on the power performance of class-E amplifiers,

simulations were carried out without accounting for current collapse in the device model. In

the absence of current collapse; at 1GHz and with 9V supply voltage, output power

increased to 114mW and efficiency increased to 60%. Similar results were obtained for

output power and efficiency at elevated frequencies.
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Fig.5. Calculated output power and efficiency as a function of frequency at 9V
supply voltage.

Conclusions

A class-E power amplifier with AlGaN/GaN HEMT as the active device is reported. The

large-signal model used in the simulation incorporates current collapse and DC to RF

dispersions of transconductance and output resistance. A significant increase in operating

frequency and efficiency of class-E power amplifier is obtained with GaN HEMT as the

active device compared to that was reported with Si CMOS or GaAs MESFETs. Output

power is significantly overestimated when current collapse is neglected in the device model.
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